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CONG TY TNHH SAN XUAT VA THUONG MAI DULICO 
LO A2, CN7, CUM CONG NGHIEP TU LIEM, PHUONG PHUONG CANH, QUAN NAM TU LIEM, THANH 
PHO HA NOI, VIET NAM 
 
The following sample was submitted and identified on behalf of the client as below:   
 

 

Test Requested Result (s) 

Heavy metal content (Cu, Zn, Pb, Fe, Al, Ni, Cr) See Results 

 
 
Signed for and on behalf of 

SGS Vietnam LTD 

 
 
 
 
 
 
 
 

Chemical Lab Manager 

SGS Job No. : VNHL2105008918EE 
   
Sample Description  : BRASS STRIP C2801 
   
Characteristic  : C2801 
   
Style/Item No. : 01-05-2021 
   
Manufacturer : DULICO MANUFACTURING CO., LTD 
   
Country of Origin : VIET NAM 
   
Sample Receiving Date : MAY 05, 2021 
   
Final confirmed Date : MAY 05, 2021 
   
Testing Period : MAY 05, 2021 TO MAY 11, 2021 
   
Test Requested : PLEASE REFER TO THE RESULT SUMMARY. 
   
Test Results : PLEASE REFER TO NEXT PAGE(S). 
   
Result Summary :  

 
_______________________                                                                                                                     

___________________________ 
To Ka Wing 
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 Test result(s):   
 
Test Part description:   
 

Component No. Description Material Color 

1 
GOLD METAL 

(BRASS STRIP C2801) 
METAL GOLD 

 
Heavy metal content 
 

 

 
Remark: This / these test(s) was / were accredited ISO 17025:2017 by VILAS. 

This / these test(s) was / were performed by SGS Vietnam’s chemical lab. 
 

 

 
Test Item 

 
Unit 

 
Test method 

Results  
RL  

1  

Copper (Cu) % 

US EPA 3052:1996.  Analysis was 
performed by ICP-OES 

60.764 0.001 

Zinc (Zn) % 34.962 0.001 

Lead (Pb) % 0.0336 0.0002 

Iron (Fe) % 0.012 0.001 

Aluminium (Al) % 0.001 0.001 

Nickel (Ni) % 0.002 0.001 

Chromium (Cr) % ND 0.0002 

Note:      1. mg/kg = ppm 
  2. ND = not detected 
  3. 0.1wt% = 1000ppm 
  4. RL= Reporting Limit  
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PHOTO OF SUBMITTED SAMPLE FOR TESTING 

 
 

REPORT RESULTS REFER TO SUBMITTED SAMPLE (S) ONLY 

*** End of Report *** 
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